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    Abstract

								
									The utilization of plant extracts for synthesizing silver nanoparticles has gained significant traction in the field of medicine. In the current study, the synthesis of silver nanoparticles using
									
										Mentha piperita
									
									 leaf extract in an aqueous solution was prepared. Following this, silver nanoparticles were synthesized utilizing the
									
										Mentha piperita
									
									 leaf extract in conjunction with a 1 mM silver nitrate solution. Scanning electron microscopy (SEM) analysis revealed two types of molecules (silver nanoparticles and silver nanowires). The size of the silver nanoparticles was ranging from 42 nm to 50 nm. Whereas silver nanowires sizes were ranged from 36 nm to 110 nm. EDX study appeared the optical absorption peak was detected at 3 keV, which is the characteristic peak for the absorbed metallic silver nanoparticles. FTIR analysis identified the possible functional group involved in the reduction of Ag (1) metal ions into Ag (0) nanoparticles. In addition, the antibacterial activity of synthesized silver nanoparticles was also examined and the results showed good antibacterial activities against
									
										E. coli
									
									 and
									
										Streptococcus aureus
									
									 bacteria.
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								Introduction

								
									Nanoparticles (NPs) are materials that exhibit unique physical and chemical properties due to their nanoscale size, typically ranging from 1 to 100 nanometers. Nanoparticles (NPs) have many properties such as high surface-to-volume ratios, enhanced reactivity, distinctive optical, and magnetic...etc. Making the (NPs) highly applicable in fields such as medicine, electronics, and environmental sciences [1,2]. The synthesis of nanoparticles has been traditionally achieved through physical and chemical methods such as citric acid, or sulfite etc. However, these approaches often involve toxic chemicals, high energy consumption, and environmental pollution. As a result, the scientific community has increasingly turned to green synthesis methods, which employ natural sources such as plant extracts, bacteria, and fungi to reduce the environmental impact and make the process more sustainable [3]. The use of plant extracts in nanoparticle synthesis has gained significant attention due to the presence of various phytochemicals that can act as reducing agents, stabilizers, and capping agents [4]. Among plants,
									
										Mentha
									
									 spp. (mint) has emerged as a promising candidate for green synthesis due to its rich phytochemical composition, which includes flavonoids, phenolic compounds, and terpenoids [5]. Mint leaf extract is particularly effective in the reduction of metal ions, transforming them into nanoparticles while also providing stabilization and preventing aggregation of the produced nanoparticle [6,7]. The synthesis of nanoparticles using mint leaf extract typically involves the reduction of metal salts, such as silver nitrate (AgNO
									
										3
									
									), gold chloride (AuCl
									
										3
									
									), or copper sulfate (CuSO
									
										4
									
									), by the bioactive compounds present in the mint extract [8]. This reduction is often more efficient and environmentally friendly than conventional chemical methods and stability in aqueous solution [9]. Recently, it was found that synthesized silver nanoparticles using
									
										Mentha piperita
									
									 leaf extract resulted in spherical particles. Silver nanoparticles have diverse in vitro and in vivo applications [10]. This synthesis method is more convenient for pharmaceutical and biomedical applications. In the present study an attempt has been made for the synthesis of silver nanoparticles by reducing the silver ions present in the solution of silver nitrate with aqueous leaf extract of
									
										Mentha piperita
									
									. Also, in this study by using the green synthesis of silver nanoparticles using
									
										Mentha piperita
									
									 leaves extract explore the synthesis of silver nanoparticles and silver nano wires. Further these synthesized nanoparticles were tested against different antibacterial activity.
								

								Materials and Methods

								Material

								
									Silver nitrate was purchased from BDH Chemicals Ltd., and double-distilled deionized water was utilized in the experiment.
									
										Mentha piperita
									
									 plant was collected from the north of Al-Khums city, Libya region (3251'45" N and 1415'39" E) in 2022. The studied plant was identified by a specialist taxonomist from Botany department, Faculty of Science, El Mergib University. The plant leaves were meticulously cleaned and washed with distilled water to eliminate any residual dust particles. Subsequently, the leaves were air-dried in the shade for approximately 8-10 days. Following this, they were subjected to an oven at 40C for 3 hours before being finely ground into powder using a grinder.
								

								Preparation of leaf extract

								
									For the leaf extract solution preparation, 5 g of fine powder was placed in a 250 ml conical flask and combined with 100 ml of distilled water. The mixture was then boiled at 100C for 10 minutes. Subsequently, the leaf extract was filtered and collected in a separate conical flask using Whatman filter paper.
								

								
									
									 Synthesis of silver nanoparticles
									
									: 1 mM AgNO
									
										3
									
									 solution was meticulously prepared and stored in an amber-colored bottle. Subsequently, 50 ml of this solution was transferred into a flask containing a magnetic bead, which was then placed on a magnetic stirrer. Following this, 5 mL of leaf extract was slowly added drop by drop to the AgNO
									
										3
									
									 solution with gentle heating at 50-60C. The color transformation from yellow to dark brown signified the successful formation of silver nanoparticles. The conical flask was then left to incubate at room temperature for 48 hours before being subjected to centrifugation at 6,000 rpm for 15 minutes.
								

								
									
										 Characterization techniques
									
									: The characterization of the silver nanoparticles included Ultraviolet-visible Spectroscopy (UV-Vis) analysis conducted using a HACH LANGE- DR-3900 instrument. The size, morphology, and composition of the nanoparticles were examined through scanning electron microscopy (SEM), energy dispersive X-ray (EDX) analysis using JEO. Additionally, the functional groups of the silver nanoparticles were identified utilizing FT-IR analysis performed on a Perkin Elmer FT-IR Spectrometer Frontier.
								

								
									
										 Anti-bacterial activity
									
									: The research investigated the antibacterial efficacy of silver nanoparticles against two bacterial strains,
									
										E.coli
									
									 (Negative-Gram) and
									
										Streptococcus aureus
									
									 (Positive-Gram). The disk diffusion method was employed to assess the antibacterial properties of the silver nanoparticles. The respective bacteria strains were evenly spread on Petri dishes, following which disks soaked in distilled water (control), Ag NO
									
										3
									
									 solution, and silver nanoparticles (100 g/ml) were placed on the dishes. The Petri dishes were then incubated at 37C. After 24 hours, the zone of inhibition around each disk was measured using a ruler to evaluate the antibacterial activity.
								

								Results and Discussion

								Synthesis of silver nanoparticles

								
									The silver nanoparticles were synthesized utilizing
									
										Mentha piperita
									
									 leaf extract following the methodology outlined by Linga Rao and colleagues [11]. The formation of silver nanoparticles was evidenced by a color transition from yellowish to dark brown upon the addition of
									
										Mentha piperita
									
									 leaf extract to the silver nitrate solution, as depicted in figure 1. This alteration in color is attributed to the conversion of ionic silver to metallic silver, as elucidated by Hussain and his team [10].
								

								Characterization of silver nanoparticles

								
									
										UV-Vis Spectroscopy
									
									: The formation of the synthesized silver nanoparticle was achieved through UV-visible spectrum analysis, revealing a prominent absorbance peak at 464 nm, as illustrated in figure 2. This finding aligns with the results reported by Gabriela and his group, who also observed a characteristic absorption band for silver nanoparticles ranged from 438-470 nm [12]. The occurrence of this peak is attributed to the specific surface plasmon resonance (SPR) excitation of the silver nanoparticles, as explained by Das and his colleagues [13]. However, the extended wavelength could also be indicative of the formation of silver nanowires of
									
										Mentha piperita
									
									 leaves aqueous extract.
								

								
									
										SEM of silver nanoparticles
									
									: The morphology and size of the silver nanoparticles (AgNPs) were examined using scanning electron microscopy (SEM), as illustrated in figure 3. The SEM images revealed the spherical shape of the AgNPs, with sizes ranging from 42 nm to 50 nm. These findings are consistent with the research of Rani who found the size of silver nanoparticles of
									
										Mentha piperita
									
									 leave extract 50 nm [14]. Furthermore, The SEM images unexpectedly revealed the presence of silver nanowires with diameters ranged from 36 nm to 110 nm, aligning with the work of Kaya and kilic, who observed the formation of silver nanowires from
									
										Lavandula officinalis
									
									 using a centrifuge purification [15].
								

								
									
										 EDX analysis of silver nanoparticles
									
									: The EDX analysis exhibited a robust signal in the silver region, providing confirmation of the presence of silver nanoparticles, as depicted in figure 4. The optical absorption peak was noted at 3 keV, a characteristic absorption value for metallic silver nanoparticles attributed to surface plasmon resonance [16]. Furthermore, additional peaks corresponding to Cl, O, Mg, K and C, were observed. These peaks may be attributed to the biomolecules or chemical components present in the
									
										Mentha piperita
									
									 leaf extract that are commonly associated with the surface of the AgNPs [17].
								

								
									
										 IR of silver nanoparticles
									
									: FTIR spectroscopy was conducted to analyse the biosynthesized silver nanoparticles using
									
										Mentha piperita
									
									 leaf extract. A comparison was made between the IR spectra of the
									
										Mentha piperita
									
									 leaf extract and the biosynthesized silver nanoparticles. The IR spectrum of the
									
										Mentha piperita
									
									 leaf extract exhibited absorption bands within the range of 3307.81 cm
									
										-1
									
									 and 787.31 cm
									
										-1
									
									, as depicted in figure 5. On the other hand, the AgNPs derived from the
									
										Mentha
									
									 extract displayed absorption bands ranging from 3323.98 cm
									
										-1
									
									 to 814.08 cm
									
										-1
									
									, as illustrated in figure 5. The wide band observed at 3307.81 cm
									
										-1
									
									 in the
									
										Mentha
									
									 leaf extract shifted to 3323.98 cm
									
										-1
									
									, has suggested that this particular absorption band is associated with the presence of OH groups found in alcohols and phenolic compounds [18]. The vibrational band at 2923.54 cm
									
										-1
									
									 shifted to 2940.23 cm
									
										-1
									
									, indicating the stretching vibration of C-H aliphatic compounds. Moreover, the distinct peak at 2848.22 cm
									
										-1
									
									 in the
									
										Mentha
									
									 extract corresponds to the C=C stretching mode, which diminishes in intensity upon the formation of AgNPs at 2855.21 cm
									
										-1
									
									. In the original extract, the absorption band of C=O is observed at 1732.86 cm
									
										-1
									
									, signifying the presence of carbonyl-containing compounds. However, in the AgNPs, this band disappears, suggesting the involvement of C=O compounds in the bio-reduction of silver ions [19]. The peaks at 1603.01 cm
									
										-1
									
									 and 1410.99 cm
									
										-1
									
									are primarily attributed to the aromatic C=C and C-N stretching vibrations of amine functional groups, as indicated by Yan-Yu, et al. in 2016. In the AgNPs, a new band emerges at 1365.32 cm
									
										-1
									
									, potentially linked to the N-O symmetry stretching of a nitro compound, as suggested by Mandal, et al. [20] Similarly, the sharps peaks at 1247.83 cm
									
										-1
									
									 and 1008.91 cm
									
										-1
									
									 in the original extract are associated with the C-O and C-H stretching. These bands in AgNPs were changed into 1277.86 cm
									
										-1
									
									 and 1048.98 cm
									
										-1
									
									. The bands observed at 806.31 cm
									
										-1
									
									 and 814.08 cm
									
										-1
									
									 indicate the presence of C-H bonds in aromatic compounds within both the
									
										Mentha piperita
									
									 extract and the biosynthesized AgNPs. The infrared spectra result of the produced AgNPs reveal the existence of characteristic functional groups like alcohols, phenols, aldehydes, flavonoids, and amines. These groups are likely responsible for the bioreduction and stabilization of the synthesized silver nanoparticles [21].
								

								Anti-bacterial activity

								
									The study investigated the antibacterial properties of silver nanoparticles synthesized from
									
										Mentha piperita
									
									 leaf extract. The synthesised silver nanoparticles were tested for their antibacterial efficacy against two types of bacteria:
									
										E. coli
									
									 (Gram-negative) and Streptococcus aureus (Gram-positive) using the disc diffusion method for antibacterial susceptibility testing [22]. A comparison was made between the AgNPs from
									
										Mentha piperita
									
									 leaf extract (N1) and AgNO
									
										3
									
									 (Ag) as depicted in figure 6.
								

								
									The results demonstrated that the disc diffusion method confirmed the antibacterial effectiveness of the AgNPs. The inhibition zones exhibited a maximum diameter of 10 mm (N1) against
									
										E. coli
									
									 and 8 mm (N1) against Streptococcus aureus, as shown in table 1. The study highlighted that the AgNPs from
									
										Mentha piperita
									
									 leaf extract (N1) exhibited good antibacterial activity against both types of bacteria. Similar findings were reported by Gabriela, et al. regarding the antibacterial activity of AgNPs against
									
										E. coli
									
									 and Streptococcus aureus [12]. It was noted that the size of the silver nanoparticles influenced the extent of inhibition [23].
								

								Conclusion

								
									In summary, the green synthesis of silver nanoparticles using
									
										Mentha piperita
									
									 leaf extract was successfully performed. The formation of these nanoparticles was characterized using several analytical techniques, UV-Vis Spectroscopy, SEM, EDX, FTIR. Additionally, the synthesized silver nanoparticles exhibited good antibacterial activity, indicating their potential as an effective antibacterial agent for future applications in medicine. Furthermore, the presence of silver nanowires
									
										Mentha piperita
									
									 leaf extract suggests promising applications in future electronic devices.
								


								 
        Figures and Tables: All Figures and Tables are given in below link. View Figures and Tables
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